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Various Types of CNT Observations and measurements:#3

f£mm: HiPco BRERRPAKE (FHR)

Sample: HiPco single-walled carbon nanotubes(As-Produced grade)
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This is an example of observation and measurement of DWNT ,produced by Carbon Nanotechnologies Inc.
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